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Test Report No.: USA00045942-REV1 

Specimen 1 

Specimen 2 

Specimen 3 

Report Date: February 23, 2022 

THIS IS TO SUPERSEDE REPORT USA00045942, DATED February 7, 2022 

16 CFR 1640: Standard for the Flammability of Upholstered Furniture, CA TB 117: 2013 - Smolder 
Resistance of Materials Used in Upholstered Furniture 

Section 1-Cover Fabric Test 

Sample Description: Upholstery Fabric 

Style#: 3162 Azlin 

Color: Testing Sample 

Initial Test 

Vertical Char Mock-up Specimen Continues to 

Length (in) Smolder after 45 minutes 

0.8 No 

0.7 No 

0.8 No 

Mock-up Specimen 

Transitions to Open Flaming 

No 

No 

No 

Conclusion: The Sample submitted for testing Passes the requirements in 16 CFR PART 1640.5 

Standard for The Flammability of Upholstered Furniture, California Technical Bulletin 117-2013 

Section 1: Cover Fabric Test. 
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