Test Report No.: WOAHO00078761

Inte rtEk Report Date : February 23, 2015
Style#: 4558 Marquee

COLORFASTNESS TO CROCKING

AATCC 8

Dry 4.5
Wet 35
RATING SYSTEM

Grade 5, Negligible Color Staining
Grade 4, Slight Color Staining

Grade 3, Noticeable Color Staining
Grade 2, Considerable Color Staining
Grade 1, Excessive Color Staining

NFPA 260- Standard Methods of Test and Classification System for Cigarette Ignition Resistance of
Components of Upholstered Furniture

The material submitted is an NFPA 260 Class | cover fabric when tested in accordance with NFPA 260,
Fabric Classification Test Method.

| Specimen # Vertical Char Length (mm) |
1 23mm
2 27 mm

i 3? 25 mm |

Classification:
Class 1 - This class includes all fabrics which exhibit a vertical char of less than 45 mm on each of the three
replications when subjected to the fabric classification test of NFPA 260, Section 4-1.
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