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TEST REPORT 

Applicant:  Brentano Inc 
260 Holbrook Drive 
Wheeling, IL 60090 

Attention:  Lan Chenh 
E‐Mail:  lchenh@brentanofabrics.com 

Sample Description as Declared: 

Sample Description : Fabric – Upholstery 
Color : 6553‐01

Style # : 6563 Regiment
Order # /PO # : DES2360

Fabric/Garment Weight : Not Provided
Fiber Content : 83% rayon, 17% Cotton 
No. of Samples:  1

End Use : Upholstery
Finishing Stain Resistant and Acrylic Backing

Care Instructions : Not Provided
Previous Report # : Not Applicable

Sample Received Date : June 28, 2018 
Final Confirmation Received Date: June 28, 2018 

Report Completion Date : July 03, 2018 

For and on behalf of 

Intertek Products Group North America : 

Edwin Serrano 
Account Manager 
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Style# :  6563 Regiment 

NFPA 260‐2013 ‐ Standard Methods of Test and Classification System for Cigarette Ignition Resistance 
of Components of Upholstered Furniture 

The material submitted  is an NFPA 260 Class  I cover fabric when tested  in accordance with NFPA 260, 
Fabric Classification Test Method. 

Specimen #  Vertical Char Length (mm) 

1  25 

2  15 

3  20 

Classification: 
Class 1 ‐ This class includes all fabrics which exhibit a vertical char of less than 45 mm on each of the three 
replications when subjected to the fabric classification test of NFPA 260, Section 6.1. 

The test results stated in this report relate only to the item(s) tested. This test report may not be 
reproduced except in full, without written approval of Intertek. 

If you need assistance in interpreting these results or if you have any questions,  
Please feel free to call Customer Service Department 

This report is made solely on the basis of your instructions and/or information and materials supplied by 
you. It is not intended to be a recommendation for any particular course of action.   Intertek does not 
accept a duty of care or any other responsibility to any person other than the Client in respect of this 
report and only accepts liability to the Client insofar as is expressly contained in the terms and conditions 
governing Intertek's provision of services to you.  Intertek makes no warranties or representations either 
express or implied with respect to this report save as provided for in those terms and conditions. We 
have aimed to conduct the Review on a diligent and careful basis and we do not accept any liability to 
you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise, 
except in the event of our gross negligence or willful misconduct. 


